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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR/1346_2024 2024-04-16

Certification report
1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on Ten
Cate BV170 (1225-Blue)

image of the tested transfer:
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Readv FR / Digiline FR

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: meta-aramide/para-aramide/antstatic 93/5/2 % 165 g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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addressee our ref. date page number
THERMOPATCH BV CR/1346 2024 2024-04-16 2
2. Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

3. Conclusion:

The tested material transfer 'Ready FR / Digiline FR' (white base with red & black
letters) on Ten Cate BV170 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR1347_2024 2024-04-16

Certification report

1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on 4939
Utexbel (8018-Navy)

image of the tested transfer:

7€) Thermopatch

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: Meta-aramid/Viscose 70/30 % 235 g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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addressee our ref. date page number
THERMOPATCH BV CR/1347 2024 2024-04-16 2
2. Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s After flame < 2s
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s After flame < 2s

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

3. Conclusion:

The tested material transfer Ready FR / Digiline FR' (white base with red & black
letters) on Utexbel 4939 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR1347_2024 2024-04-16

Certification report

1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on 4939
Utexbel (8018-Navy)

image of the tested transfer:

7€) Thermopatch

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: Meta-aramid/Viscose 70/30 % 235 g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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addressee our ref. date page number
THERMOPATCH BV CR/1347 2024 2024-04-16 2
2. Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s After flame < 2s
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s After flame < 2s

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

3. Conclusion:

The tested material transfer Ready FR / Digiline FR' (white base with red & black
letters) on Utexbel 4939 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR/1348_2024 2024-04-15

Certification report
1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on
Marlan 310 Marina Textiles (7319-Blue (Royal))

image of the tested transfer:

:ﬁ: Thermoeitgh

Readv FR / Digiline FR

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: Viscose FR/Wool/Polyamide 50/30/20 % 330 g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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addressee our ref. date page number
THERMOPATCH BV CR/1348_2024 2024-04-15 2
2. Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

3. Conclusion:

The tested material transfer Ready FR / Digiline FR' (white base with red & black
letters) on Marlan 310 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR/1349_2024 2024-04-16

Certification report
1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on
Plusmark AT 145 Marina Textiles (6305-Blue Royal)

image of the tested transfer:

ﬁ Thermgg_itgﬂ

Ready FR / Digiline FR

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: Modacrylic/Cotton/Polyamide/Antistatic 45/35/18/2 % 160
g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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THERMOPATCH BV CR/1349_2024 2024-04-16 2
Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*%(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

2. Conclusion:

The tested material transfer Ready FR / Digiline FR' (white base with red & black
letters) on Plusmark AT 145 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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INRICHTING ERKEND BIJ TOEPASSING VAN DE BESLUITWET VAN 30 JANUARI 1947 / ETABLISSEMENT RECONNU PAR APPLICATION DE L’ARRETE-LOI DU 30 JANVIER 1947

Dhr. Mark Neher
THERMOPATCH BV
Draaibrugweg 14
NL-1332 AD ALMERE

NEDERLAND
Your notice of Your reference our reference date
2024-04-02 e-mail CR/1350_2024 2024-04-16

Certification report
1. Description of the tested article as indicated by the client:

quality name: digital printable heat seal transfer ‘Ready FR / Digiline FR’ on Vinex
1204 Westex (8017-blue royal)

image of the tested transfer:

f& Thermopatch
~i by Do s

Ready FR / Digiline FR

composition: transfer: Digital printable textile based on a FR product with PU glue
at the bottom for heat sealing
fabric: Vinyl/Viscose 85/15 % 400 g/m?

CENTEXBEL + TEXTILE COMPETENCE CENTRE
Technologiepark 70 ¢ BE 9052 Gent * Belgium ¢ phone +32 9 2204151 » gent@centexbel.be * www.centexbel.be
VAT * BE 0459.218.289 * IBAN * BE 44 2100 4729 6545 ¢ BIC * GEBABEBB
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addressee our ref. date page number
THERMOPATCH BV CR/1350_2024 2024-04-16 2
2. Executed tests:
tests from EN ISO 11611 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame
tests from EN ISO 11612 | Requirements for each Result pass/fail
(2015) individual test
flame spread ISO 15025 No flaming to the top or No flaming to the top or Pass
procedure A on transfer either vertical edge either vertical edge
after 5*(75°C proc. 4.2 + No flaming or molten debris No flaming or molten debris
proc. A tumble dry) ISO No hole (> 5 mm) formation in No hole formation
15797: 2018 any direction
After glow time < 2s No afterglow
No afterglow shall spread in the
undamaged area
After flame time < 2s No after flame

Detailed results can be found in:
Centexbel Analysis report 24.00968.03 of 2024-04-15

3. Conclusion:

The tested material transfer 'Ready FR / Digiline FR' (white base with red & black
letters) on Vinex 1204 fulfils the requirements for the performed tests of

EN ISO 11611: 2015
EN ISO 11612: 2015

The personal protective equipment itself still has to be type tested by a notified body.

Hilde Rubben
By order of Inge De Witte
Certification Manager
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